Roof Coatings

Manufacturers Identified Products Identified PIS C14 BEES Standards
5 12 3 4 1
1]O9MM O9MM-0010 13
2|09MM O9MM-0007 23
3|09MM O9MM-0009 24
4{QTHE QTHE-0008 yes| 62 yes ASTM D4541
5(LSL7 LSL7-0003 yes ASTM E-84-04
ASTM D-92
Thermal emittance
Solar reflectance
6{LSL7 LSL7-0004 yes ASTM E-84-04
ASTM D-92
Thermal emittance
Solar reflectance
7|{vVDO4 VDO4-0001
8[H395 H395-0001
9({09MM O9MM-0008
10|O9MM 0O9MM-0003
11|O9MM O9MM-0005
12|0O9MM O9MM-0013
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